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NLGI 2EH[] NLGI Grade No. NO.0 NO.1 NO.2 NO.3
T Rir Dropping Point, C 193 195 198 200
& 7 %Jr Penetration,60worked, 1/10mm |372 332 275 238
Molybdenum Disufide,% 3 3 3 3
] vl Color Yellow Yellow Yellow Yellow
S[R3 E Oxidation Stability
100hrs,Pressure Drop,psi 5 5 5 5
500hrs,Pressure Drop,psi 10 10 12 12
Sf4 6180 Copper Corrosion, 100°C, 24hrs |la la la la
El FL Soap Base Lithium Lithium Lithium Lithium
ff~f<f%  Water Resistance, 79.4°C, % 75 7 6 5
FiyEsgkE& Timken EP, OK Load, Lbs. (Max) (50 50 50 50
ﬁ%ﬁﬁliﬁ@ Viscosity of Mineral oil, cSt@100°C|17 17 17 17
[XIENE[=E Temperature torque Mobility C  |-18 -18 -18 -18
¢ #: 200L. 15Kg. 2.5Kg*6. 450g*24 400g*30 400g*50 (& &47¢ % f5F )
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